
Certificate of Analysis

BASF SE

______________________________________________________________________________________________________________
                                                                             Lower          Upper
Characteristic                                 Unit           Value          Limit          Limit
    Method
______________________________________________________________________________________________________________
ACID VALUE MG KOH/G                                           0,03                          0,10
    ISO 660
SAPONIFICATION VALUE MG KOH/G                                 0,12                          1,20
    ISO 3657
HYDROXYL VALUE MG KOH/G                                       218,2          212,0          222,0
    ISO 4326
IODINE VALUE KAUFMANN G I/100G                                0,4            0,0            1,0
    DGF C-V 11B
WATER                                          %              0,04                          0,10
    ISO 760
SOLIDIFICATION POINT                           °C             52,0           49,0           53,0
    ISO 3841-77
FATTY ALCOHOL < C16                            %              1,3                           6,0
    97005901
FATTY ALCOHOL C16                              %              31,3           25,0           35,0
    97005901
FATTY ALCOHOL C18                              %              66,3           60,0           70,0
    97005901
FATTY ALCOHOL > C18                            %              0,0                           3,0
    97005901
HYDROCARBONS                                   %              conforms*                     0,50
    97005901
COLOR HAZEN/APHA                                              conforms*                     10
    ISO 6271
______________________________________________________________________________________________________________
*) ensured by quality assurance measures and therefore tested randomly only.

Please note that the certificates of analysis are also conveniently available on your BASF online portal.
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The aforementioned data shall constitute the agreed contractual quality of the product at the time of passing of risk. The data are controlled at regular intervals as
part of our quality assurance program.   Neither these data nor the properties of product  specimens shall imply any legally binding  guarantee of certain properties
or of fitness for a specific purpose. No liability of ours can be derived therefrom.
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